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JOHN CHEN SCREW IND. CO.

No.12, Ln. 8, Dinghu lst St., Guishan Dist., Taoyuan City 333, Taiwan (R.0.C.)

Product Description: NSSC 550 IND HEX WASHER HEAD DRILLING SCREW CSD

Product Type: #12x1" ~ #12x1.5" ~ #12x2. 5"
Manufacturer: JOHN CHEN SCREW IND. CO.
Supplier: JOHN CHEN SCREW IND. CO.

Product Submitted By:  JOHN CHEN SCREW IND. CO.

Date of Sample Received: June 14, 2018

Date of Testing: June 14, 2018~May 27, 2019

Remark: The information mentioned in the above section is provided by Client
(Exclude Date of Sample Received and Date of Testing)
The following report content marks # is provided by Client

We have tested the submitted sample(s) as requested and the following results
were obtained:

Test Required : Salt Spray Test

Reference Method : ASTM B117 Standard Practice for Operating Salt Spray (Fog) Apparatus

Test Equipment - ERICHSEN MODEL 606/400

Test Results :
Appearance of Specimens
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Conformity judgment is the Applicant’s final verdict. SGS TATWAN Ltd.
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Salt Spray Test:
Chamber temperature: 35 °C Salt concentration: 5%
pH of solution: 6.5~7.2 Air pressure: 0.098 MPa(14 psi)

Test Results
(by visual inspection.)
NSSC 550 IND HEX WASHER HEAD DRILLING SCREW CSD/#12x1" | No abnormal of the surface
NSSC 550 IND HEX WASHER HEAD DRILLING SCREW CSD/#12x1.5" | No abnormal of the surface
NSSC 550 IND HEX WASHER HEAD DRILLING SCREW CSD/#12x2.5" | No abnormal of the surface

Test Time :8000hrs

Test Sample
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Appearance of NSSC 550 IND HEX WASHER HEAD DRILLING SCREW CSD(#12x1")-1 before
8000 hours salt spray test

Appearance of NSSC 550 IND HEX WASHER | Appearance of NSSC 550 IND HEX WASHER
HEAD DRILLING SCREW CSD(#12x1")-1 after | HEAD DRILLING SCREW CSD(#12x1")-1 af ter
1000 hours salt spray test 2000 hours salt spray test
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HEAD DRILLING SCREW CSD(#12x1")-1 after | HEAD DRILLING SCREW CSD(#12x1")-1 after
3000 hours salt spray test 4000 hours salt spray test

Appearance of NSSC 550 IND HEX WASHER | Appearance of NSSC 550 IND HEX WASHER
HEAD DRILLING SCREW CSD(#12x1")-1 after | HEAD DRILLING SCREW CSD(#12x1")-1 after

5000 hours salt spray test 6000 hours salt spray test

-- To Next Page —-

This document is issued by the Compang subject to its General Conditions of Service printed overleaf, available on request or accessible at httpJ//www.sgs.com/en/Terms-and-Conditions.aspx
and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at E -and- e Attention is drawn to

the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company's findings at the time
of its intervention only and within the limits of Client's instructions, if any. The Company’s scle responsibility is to its Client and this document dces not exonerate parties to a transaction from
exercising all their rig%ts and obligations under the transaction documerits. This document cannot be reproduced except in full, without prior written approval of the Company. Any unauthorized

alteration, for er{ or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. Unless otherwise stated the results

shown in this test report refer only to the sample(s) tested. CanTTe
SGS Taiwan Lid. | 3b, Wu Chyuan Road, | New Taiper Industrial Park ) Wu Ku District, New Taipe City, Taiwan /47 36 77 205 & (37 b, & 4 @E)i#&éﬁ&gﬁi
&SR A M A R 3 t(B86-2) 2288-3355 ~ £(886-2) 2299-7857 ] www.sgs.tw _ 7 .

Member of SGS Group

1010



Material and Engineering Laboratory-Taipei

TEST REPORT

RO 0 OO
Report No. : HR-19-01341

Page: 5 OF 29
Date : May 27, 2019

s

13 14

iy

Appearance of NSSC 550 IND HEX WASHER
HEAD DRILLING SCREW CSD(£12x1")-1 af ter
7000 hours salt spray test

Appearance of NSSC 550 IND HEX WASHER
HEAD DRILLING SCREW CSD(#12x1")-1 after
8000 hours salt spray test
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